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SamplD

Chip (6-21)-1
Slag (6-24)-1
Slag (6-24)-1
Slag (6-24)-2
Slag (6-24)-2
Slag )-
Slag )-
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6-24)-2 Base 6-24
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TopDepth
6-21)

6-24
6-24
6-24
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BottomDepth

N = =

2 Base
2 Base

SampDate
06/21/2013
06/24/2013
06/24/2013
06/24/2013
06/24/2013
06/24/2013
06/24/2013

Matrix
Solid
Solid
Solid
Solid
Solid
Solid
Solid

Method

6010 Metals, TCLP
6010 Metals, TCLP
6010 Metals, TCLP
6010 Metals, TCLP
6010 Metals, TCLP
6010 Metals, TCLP
6010 Metals, TCLP

Analyte
Lead
Arsenic
Lead
Arsenic
Lead
Arsenic
Lead

CAS

7439-92-1
7440-38-2
7439-92-1
7440-38-2
7439-92-1
7440-38-2
7439-92-1

Result
4.1
0.084
23.7
ND
37.8
0.084
20.6

Qual

units
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L
mg/L

MDL

0.020
0.020
0.020
0.020
0.020
0.020
0.020

U G U U G Y

SQL

0.020
0.020
0.020
0.020
0.020
0.020
0.020

MQL

0.050
0.050
0.050
0.050
0.050
0.050
0.050

LablD

Dallas Lab
Dallas Lab
Dallas Lab
Dallas Lab
Dallas Lab
Dallas Lab
Dallas Lab

PrepDate
7/19/13 12:00 PM
7/19/13 12:00 PM
7/19/13 12:00 PM
7/22/13 3:59 PM
7/22/13 3:59 PM
7/19/13 12:00 PM
7/19/13 12:00 PM

AnalDate

7/19/13 5:16 PM
7/19/13 5:22 PM
7/19/13 5:22 PM
7/22/13 11:35 PM
7/22/13 11:35 PM
7/19/13 5:27 PM
7/19/13 5:27 PM



